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TEST CERTIFICATE
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PARTY NAME MIS. TIRUPATI METALS . S
., SATURE OF SAMPLE | COPPER STEIPF SAMFPLE CUT ]’I_t-.l. E. o
FARTY SAMPLE NO 1. -
UALITY CONFIRMS TO GRADE 15: 191 Gr. EC(ETF). |
SPECTRO TEST CERTIFICATE
NAME OF REQUIRED ACTUAL
ELEMENT CHEMICAL CHEMICAL
COMPOSITION COMPOSITION
18: 191 Gr. EC(ETT)
m ol MIN el QR
- Y %’ﬁ-‘ 0.002
| Phosphorous e v o 0,006
il .04
L0
L)
'. Aluminium (0.0
0,000
0, [l
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0000
0.000

EEMARK : THE CHEMICAL COMPOSITION OF ABOVE SAMPLE CONFIRMS TO Bz 191 Gr. EC (ETF)
SPECIFICATION WITH RESPECT TO THE ELEMENTS AMALY i

. Chamical Analysis - Mechanical Testing + Microstructure Analysis » Hardness Tastng * PMI [Positive Material identifications)
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