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Anand Parbat Date of Receipt: 11-01-2023
; Date of Issue: 11-01-2023
' Description of Sample: PMI Test - At Site '
ELEMENTS RESULT % S.No. : 1
Mn - 0.55
Cr 2 1.15
Ni - . 123
Mo - 0.25
Cu - 0.19
Ti 8 0.18
Pb ® 0.12
ek VTC
o P wo 222%° \&2
for B
{ *k**xEND OF REPORT*****
Note : 1. Samples are not drawn by us. i i
2, Description of sample is as provided by the party & total liability of our work is limited to invoice Amount. ‘
3 Test Samples will be disposed after four weeks of receipt. : i ai-, .|/
4. This report is given in good faith and to ihe best of our knowledge. It assumes no liability whatsoever. i 1\:

5. This report cannol be produced as evidence in court of law. \
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